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SPECIAL PROVISIONS
CONTRACT NO. Click here to enter text.
[bookmark: _GoBack]SPECIAL BACKFILL FOR CULVERT  (revised 12-11-15)
Description.  Place special backfill at the locations shown on the project plans and cross sections.  Place special backfill to the bottom of the crushed aggregate course section.
Materials.  Provide backfill material consisting of Crushed Aggregate Course (CAC).
Construction.  Compact Special Backfill in accordance with Section 203, limiting the lift thickness to 6 inches.
Method of Measurement.  Special Backfill is measured in accordance with Special Borrow per Section 203.04.
Basis of Payment.  Special Backfill is paid in accordance with Special Borrow per Section 203.05.
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