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CURRENT DATE OF REVISION 
MT 400 SECTION 

MISCELLANEOUS MATERIALS AND TEST METHODS 
 
Test Date of 
Method Publication 
No.     Title  Pages or Revision 
 
MT 401 Sampling and Inspecting Corrugated Aluminum Pipe ..................................  pp 1-2 May 2007 

MT 402 Sampling and Testing Corrugated Steel Pipe ...............................................  pp 1-2 Jun 2004 

MT 403 Sampling and Inspection of Seeding and Landscaping Materials ................  pp 1-3 Jun 2004 

MT 404 Inspecting Wood Products ............................................................................  pp 1 Jun 2004 

MT 405 Wire Cloth Sieves for Testing Purposes .......................................................  pp 1-4 Jun 2004 

MT 406 Sampling and Inspection of Signing Material and Signs ...............................  pp 1-5 Jun 2004 

MT 407 Method of Test for High Strength Bolts .........................................................  pp 1-4 Sep 2005 

MT 408 Method of Sampling and Field Testing Liquid Deicing Material ....................  pp 1-4 Feb 2010 

MT 409 Welded Stud Shear Connectors....................................................................   Under Development 

MT 410 Inspection, Sampling, Testing and Acceptance of Paint ...............................  pp 1-3 Jun 2004 

MT 411 Vacant 

MT 412 Topsoil Sampling, Sample Preparation and Testing .....................................  pp 1-2 Jun 2004 

MT 413 Inspection of Fencing Materials ....................................................................  pp 1-2 Sep 2005 

MT 414 Method of Acceptance for Reinforcing Steel .................................................  pp 1-5 Jun 2009 

MT 415 Structural Steel ..............................................................................................   Under Development 

MT 416 Vacant 

MT 417 Vacant 

MT 418 Method of Acceptance for Miscellaneous Welded Items ..............................  pp 1 Jun 2004 

MT 419 Vacant 

MT 420 Procedure to Check for Leaks Under Hydrostatic Pressure .........................  pp 1-3 Jun 2004 

MT 421 Sampling Construction Fabrics .....................................................................  pp 1-2 Jun 2009 

MT 422 Method of Test for Surface Smoothness and Profile ....................................  pp 1-4 Apr 2012 

http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/401.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/402.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/403.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/404.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/405.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/406.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/407.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/408.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/409.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/410.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/412.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/413.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/414.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/415.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/418.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/420.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/421.PDF
http://www.mdt.mt.gov/other/webdata/external/materials/materials_manual/422.PDF

	Test Date of

